TpoliHuku wmamnoeaHHble nepexoOdHbie OCT 24.125.16-89
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p=19.62 MIla (200 krc/cm?), t=290°C; p=17.66 MIla (180 xrc/cm?), t=360°C; p=13.73 MIla (140 xrc/cm?), t=335°C;
p=10.79 MITa (110 xrc/em?), t= 55°C; p= 10.10 MITa (103 xrc/em?), t=170°C; p=7.55 MITa (77 krc/em?), t=290°C;
p=5.40 MIIa (55 krc/em?), t=60°C; p=9.02 MITa (92 krc/cm?), t=290°C; p=3.92 MITa (40 krc/cm?), t=290°C;
p=3.92 MIa (40krc/cm?), t=200°C

01 OCT 24.125.16-89 15x10 18x2.5 14x2.0 100 35 0.3
02 20x10 25x3.0 14x2.0 100 35 0.4
03 20x15 25x3.0 18x2.5 100 35 0.4
04 OCT 24.125.16-89 25x10 32x3.5 14x2.0 130 65 1.0
05 25x15 32x3.5 18x2.5 130 65 1.0
06 25x20 32x3.5 25x3.0 130 65 1.1
07 32x10 38x3.5 14x2.0 130 65 2.2
08 32x15 38x3.5 18x2.5 130 65 2.2
09 32x20 38x3.5 25x3.0 130 65 2.1
10 32x25 38x3.5 32x5.5 130 65 2.1

p=17.66 MITa (180 xrc/cm®), t=360°C; p=13.73 MIIa (140 xrc/cm?), t=335°C
11 50x20 57x5.5 25x3.0 130 65 2.6
12 50x25 57x5.5 32x5.5 130 65 2.6
13 50x32 57x5.5 38x3.5 130 65 2.5
14 65x20 76x7.0 25x3.0 180 90 6.2
15 65x25 76x7.0 32x3.5 180 90 6.1
16 65x32 76x7.0 38x3.5 180 90 6.0
17 65x50 76x7.0 57x5.5 180 90 5.8
18 80x32 89x8.0 38x3.5 200 100 11.1
19 80x50 89x8.0 57x5.5 200 100 10.9
20 80x65 89x8.0 76x7.0 200 100 10.4

p=10.79 MIIa (110 xrc/cm?), t= 55°C; p= 10.10 MIIa (103 krc/cm?), t=170°C; p=9.02 MITa (92 krc/cm®), t=290°C;
p=7.55 MIla (77 xrc/em?), t=290°C; p=5.40 MITa (55 krc/cm®), t=60°C; p=3.92 MIIa (40 krc/cm?), t=290°C;
p=3.92 MITa (40xrc/cm?), t=200°C

21 50x20 57x4.0 25x3.0 130 65 2.6
22 50x25 57x4.0 32x3.5 130 65 2.6
23 50x32 57x4.0 38x3.5 130 65 2.0
24 65x25 76x4.5 32x3.5 180 90 6.1
25 65x32 76x4.5 38x3.5 180 90 6.0
26 65x50 76x4.5 57x4.0 180 90 4.0
27 80x50 89x5.0 57x4.0 200 100 9.5
28 80x65 89x5.0 76x4.5 200 100 8.9

Martepuan TpoiinukoB 3arotoBku u3 crand 08X18H10T nmo 'OCT 5632 rpynnst 111 b o OCT
108.109.01-92. Nomyckaetcs mpuMeHsTh 3arotoBku kareropuit A u I' mo OCT 108.109.01-92.




	Тройники штампованные переходные ОСТ 24.125.16-89 

